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1.0 INTRODUCTION v
W :
3] 1.1 OBJECTIVES N
N . | . N
N The goals of this program were to develop the differential-absorption o
\ nondestructive evaluation (NDE) technique for characterization of corrosion- Ry
. initiating cracks in the oxidation-protective coating on carbon-carbon (C-C) ..

turbine components and to investigate the potential of using a modification of o
J this NDE technique to improve the oxidation resistance of the coating. :ﬁ
: 7
' 1.2 BACKGROUND +3
) Carbon-carbon materials are being developed for high-temperature use in j}
2 gas turbine engines and other applications. Useful C-C properties include oy
. high specific strength and stiffness at elevated temperature as well as "
'y thermal-shock resistance. One of the major obstacles to the use of C-C is <
p oxidation at high temperatures. Resistance to oxidation can be improved by e
\ the use of external coatings and by matrix oxidation inhibitors. Most coating
", systems are multilayered and involve conversion of the outer carbon-carbon -
- layers to silicon carbide, followed in some cases by the addition of more )
. silicon carbide to produce a hard outer layer. Glass~forming materials are }
, also added to the coating with the intention of producing a viscous glass at 3
s elevated temperatures in order to seal cracks and pores. This program was )
conducted primarily on materials, manufactured by LTV Corporation, comsisting .
j of noninhibited carbon-carbon substrate and a silicon carbide conversion t}
i) coating with outer sealant layer. o
» "
: The coating layers have a higher coefficient of thermal expansion than ﬂﬂ
R the carbon-carbon substrates, and this mismatch induces tensile thermal '
stresses during component cooldown. Regular crazing patterns in the coatings .
: result from these thermal stresses. The thermally induced cracks are a normal T
. feature of the coated composite. At high temperatures, cracks should be e
t closed due to thermal expansion, and the coating will then provide protection. o
.: Glass-forming compounds in the coating protect the substrate in the inter- a-
j mediate range where oxidation may still occur but where the cracks are not .
g fully closed.
o+
’ Nondestructive evaluation of coating quality had proved to be difficult
, using traditional NDE methods. Reasons included the variable density and
¢ porosity of the coating and the irregular surface finish caused by the coating .
process. Another difficulty was the lack of knowledge about what coatling =
g features were critical to performance. - 4
i The differential absorption method had been suggested as potentially :j
' useful for detection and characterization of coating cracks. This method uses ‘e
. a fluorescent dye in an alcohol carrier fluid that wets the surface of the -
' coating. The greater absorption of the material in the vicinity of a crack "
N means that the dye particles are deposited at this type of flaw, thus making R
g the crack highly visible on the surface of the component. The development of iy
[ -
e -
‘v
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this method formed the basis of the program. One goal was to determine the
best combination of dye material, fluid carrier, and application technique.

The detection of cracks is not itself an indicator of coating quality.
However, the presence of a normal or abnormal crack pattern may provide useful
information. The formation of a crazing pattern during cooldown is a function
of local stress states and may be influenced by defects and discontinuities.

One approach pursued in this program was to see if the effectiveness of
the coating could be improved by using the differential-absorption method to
add glass-forming compounds to the coating. This would have the advantage of
a highly localized application in which the materials are concentrated at the
crack sites,

A number of other nondestructive evaluation techniques were investigated
in addition to differential absorption. These were eddy current, film and
computerized tomography (CT) radiography, beta backscatter, ultrasonics, and
thermography. The objective was to assess the usefulness of these methods to
characterize both uncoated and coated carbon-carbon materials,

1.3 CONCLUSIONS

A formulation and method of application were developed for differential
absorption. The use of powdered dye was improved by microencapsulation of the
dye particles. This was an extremely valuable way to control particle size
and substantially improved crack visibility.

The wmethod was generally successful in imaging crack patterns in LTV's
Type 1 Mod 1 coating on LTV's ACCRP and K650 substrates.

The visibility of the surface-crack pattern was highly variable and was
strongly affected by the buackground intensity. This depended on coating
surface finish which is in turn affected by the thermal and environmental
history of the coated part. Cracks were usually more visible on thermally
cycled coatings.

Cracks form a regular crazing pattern with principal directions parallel
to the warp and fill directions of the substrate yarn weave. The most useful
and easily measured feature of the pattern was crack spacing.

A mathematical model was developed to study the coating cool-down process
and resulting crack formation. This was expressed as an analytical (shear-
lag) approach and as a more detailed finite-element model. Crack patterns
predicted were in agreement with those observed on the samples. Crack spacing
varied with coating/substrate thickness ratio as predicted by the model.

The results of oxidation tests did not show any clear effect ot added
sealants on oxidation life. Three sealant formulations were used; however,
none showed a clear improvement over untreated samples.
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Coating crack patterns showed some changes after extensive oxidation.
The cracks increased greatly in visibility. The resulting crack patterns
sometimes indicated major delamination under the coating; however, the crack
pattern was not a reliable indicator of oxidation damage from one cycle.

CT radiography and eddy current tests both give reliable indication of
oxidation damage, but CT radiography provides the most complete and direct
indication. However, both methods may have limitations in testing materials
with inhibited-matrix substrate,

Ultrasonic and CT radiography tests were able to detect delaminations in
uncoated, noninhibited carbon-carbon. CT radiography was alsc sensitive to
internal variations in density.

Various methods were investigated for measurement of coating thickness.
0f these, the most accurate results were produced by eddy current testing.
Beta backscatter and CT radiography also gave useful indication of coating
thickness but were less accurate than the eddy current measurement.
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2.0 SUMMARY OF APPROACH

2.1 TASK I - SPECIMEN PREPARATION AND CHARACTERIZATION

Plates of uncoated carbon-carbon material were obtained and characterized
by radiographic and ultrasonic NDE methods. The plates were cut iato 3x1x0Q.25
inch coupons that were also characterized extensively.

The specimens were coated by LTV using multiple runs to introduce a wide
variation in coating parameters. Defects and contamination were deliberately
introduced. The coated coupons were examined by film radiography, CT radio-
graphy, thermography, eddy current, and beta backscatter. The results were
recorded for correlation with later metallographic testing.

2.2 TASK II - TECHNIQUE OPTIMIZATION AND CHARACTERIZATION

Coefficients of thermal expansion were measured on substrate, coating,
and coated coupons. A number of coupons were subjected to thermal cycling,
and the resultant cracks were studied to evaluate size and morphology. A
microencapsulation method was developed to control dye particle size and
concentration. Numerous dye formulations, microcapsule sizes, and carrier
fluids were evaluated, and a process was selected for this application.

The formation of cracks in the coating was modeled mathematically, and a
computer program was written to predict crack spacing by means of either an
analytical or a finite-element model. Properties of the coating and substrate
were measured to provide input to the model.

Three possible crack-healing additives were formulated and applied to a
selection of test coupons. Oxidation tests were carried out on these coupons
and on control samples to evaluate the effect of the additives. Performance
was monitored by weight-loss measurements and subsequent NDE.

2.3 TASK 111 ~ METHOD DEMONSTRATION

Cracks were generated in the remaining coated coupons by heat treatment.
The coupons were¢ then subjected to the differential-absorption test, and the
results were photographed and documented. Twenty specimens were sectioned,
polished, examined, and photographed. Coating thickness was measured from the
photographs and correlated with previous NDE measurements. Coupons made from
two additional substrate/coating systems were examined by CT radiography and
differential absorption, and the results were documented.

2.4 PROGRAM ORGANIZATION

The prime contractor for this program was the GE Aircraft Engine Business

Group, Evendale, Ohio. A major portion of the effort was performed under
]
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subcontract by Southern Research Institute (SoRI), Birmingham, Alabama. The
main SoRI responsibilities were thermal and physical characterization of
materials and the development of the dye microencapsulation and application
processes.
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3.0 SPECIMEN PREPARATION AND CHARACTERIZATION

The objective of this task was to produce coupons of coated carbon-carbon
material for use in the later development and evaluation of the differential-
absorption method. It was necessary to induce a selection of defects and
variations in the coupons in order to evaluate the method fully. The approach
was to perform thorough nondestructive and thermophysical characterization of
material at all stages. LTV Corporation expended considerable effort and
ingenuity in providing the materials and producing the necessary defects. It
must be emphasized that the anomalous material was supplied specifically at GE
request and is not representative of production-quality material.

A N B AP JTEEENE W § N BT o W T T T —— "y

3.1 CARBON-CARBON PLATES

"o a"d

Two plates of warp-aligned carbon-carbon material were obtained from LTV.
One of these plates was K650 material; the other was ACCRP. Plate dimensions
were 20%x10%0.25 in.

Ultrasonic through-transmission tests were performed on the plates. The
plate of K650 showed through-transmission attenuation varying from 6 to 28 dB
at 2.25 MHz. Figure 1 shows the ultrasonic C-Scan print-outs. The ACCRP
showed attenuation between 18 and >80 dB. The areas of very high attenuation
corresponded to apparent delaminations where the material surface could be
deformed by finger pressure. These suspected delaminations were positively
identified as such on subsequent plate cut-up. Pulse-echo attenuation and
time~-of-flight measurements made by SoRI gave excellent agreement with the
through-transmission test results, and over many areas the delaminstion inter-
face was located by an echo. The more minor variations in attenuation were
not accounted for.

AT T A KFFINNCOI W TN

The plates were cut into 3X1 inch coupons according to the plan shown in o
Figure 2. The intention was to produce coupons aligned in the warp, £ill, and
45° directions. Also included in the cutun plan was the production of 12
specimens for coefficient of thermal expansion (CTE) measurement. These were v
3x0.5%0.25 inch and consisted of twn coupons of each material in each of the
warp, fill, and 45° orientations. A number of the ACCRP coupons split along 5d
the delamination planes during cutting. The areas of this delamination were o

*
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> ¥
PR

identical with the areas identified in the C-scan recording.

3.2 UNCOATED TEST COUPONS

N el B roerrsead |
» .ﬁ . LR

.-_.'.]
The uncoated test coupons were physically marked by corner grinding to S
indicate serial number and orientation as shown in Figure 3. The dimensions T
i of the coupons were recorded, and the specimens were dried and weighed. This 'jg
information was used to calculate initial density and for comparison to values :E
generated after specimen coating. The initial density values allowed for the
missing corner volumes mentioned above. Tables 1 and 2 list the physical y
dimensions, weights, and calculated densities obtained. ;H
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30 dB Through Total
Sound Attenuation

Transducer Frequency Used 2.25 MHz 0.375 in. Dia
(Flat) Threshold Level 4 dB Thickness 0.275in.

(a) ACCRP Material

(b) K650 Material
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Table 1. Specimen Densities for Coated and Uncoated ACCRP 2D C-C Material.
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Table 2. Specimen Densities for Coated and Uncoated K650 2D C-C Material.
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Ultrasonic Velocity - Measurements were made in the three principal
directions on each coupon by SoRI. Tables 3 and 4 list the results. The
ACCRP specimens show a higher sound velocity in-plane and a lower velocity
across-ply compared with K650. This was indicative of the elastic-property
differences; the ACCRP is stiffer in-plane and softer in the across-ply
direction than K650.

Eddy Current - Impedance measurements were made at six locations on each
sample using a Nortec Nul' 25L instrument and a 0.5-inch-diameter, shielded,
ferrite-core coil operated at 100 kHz frequency. The purpose was to obtain
data that would later be used in eddy current estimates of coating thickness.
It was believed that variations in substrate electrical conductivity could
cause errors in thickness measurement, and the substrate measurements were
made to preclude this.

Film Radiography - Conventional film X-radiography was performed by SoRI
on the uncoated test coupons, and Figure 4 shows the results for Coupons 24
and 76. Note that the figure is a direct print from the radiograph, so tones
are reversed from those seen on the film.

CT Radiography - The uncoated coupons were inspected using a GE CT9800
system at GE Medical Systems, Milwaukee. The specimens were radiographed in
two stacks of approximately 40 specimens each. A tomographic scan was made at
three locations along the specimen length; a typical CT cross-sectional image
is shown in Figure 5. A measurement was also made of the average CT number
over the cross section of each specimen. The following observations were made
from the CT results:

1. Delaminations in the ACCRP specimens were observable as low CT
numbers. No such regions were seen in the K650.

2. K650 specimens showed generally a lower CT number (typically
370 - 390) than the ACCRP {390 - 410). This is consistent with
the fact that the ACCRP coupons had a higher average density.
However, the ACCRP typically showed a lower CT number at mid-
thickness; the K650 were more uniform. It is likely that the
more rapid ~CCRP manufacturing process resulted in a density
gradient from face to center. Figure 5b shows CT number plots
through the thickness of two typical specimens. Note that CT
numbers are quoted on the Hounsfield scale: water has a CT
number of 0, and voids have a number of =-1024. Prior work
(Reference 1) has identified a correlation between CT number
and density for carbon-carbon and a number of other materials.
Such a correlation was not evident here, probably because the
range of densities was small (1.563 to 1.636).

%"z?ﬁfﬁﬂ?

7

'(
5%

LS S - S

IR}

LIS L
L AP R
~

L J '.-.,s.;.._‘.‘ AN
Lossanns!

S
PR RN

R
LS A
alaln s

AL

A

_.{-‘_-.. IO BRI
PP L I R
h e RO

-
R

o @

UM
o
a

A
e vTata

Nt

l; o
ol

3. A number of reconstruction artifacts were observed. There was F%
streaking, apparently caused by the alignment of gaps between Eh
specimens, and CT aumber was lower than expected for specimens ’
in the top row of the stack. TN
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Table 3. Ultrasonic Velocities for ACCRP Specimens.
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Table 4.

Ultrasonic Velocities for K650 Specimens.
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(a) X-ray CT Cross Section of Coupon Stack

A Specimen Na. 45 - ACULRP - fulk Deasiry 1,598
Q Specimen No. 90 - K650 - Bulk Density 1,561

L Number

Spev imen
Croas Section

P €T Nos Read Along this tlne __ _ -

08 0,12 1A 0,20

Throogh Thicknesa, In hes

(b) CT Numbers Through Specimens 45 and 90

Figure 5. Xe~rayv CT Scans of neoated Specimens.
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Thermal Expansion - Six uncoated coupons were tested: three coupons
representing the warp, fill, and 45° off-axis direction from each plate. The
tests were performed to 3000° F using quartz and graphite dilatometry. Figure
6 shows the results. Only one line is drawn for each uncoated material (ACCRP
and K650) since no differences were measured for the three fiber orientations.
Note that the K650 material exhibits slightly higher thermal expansion; this
may be due to processing differences that cause the K650 to be less graphitic,

3.3 COATING OF TEST COUPONS

Fifty-eight of the coupons were coated by LTV using their Type I Mod I
coating process, The coated specimens consisted of 6 CTE coupons and 52
standard size.

LTV were requested to introduce variations and defects into the coating
process. They accomplished this by coating the specimens in six batches using
different coating parameters for each batch. Variations and defects induced
during coating were grease dots, silicon metal contamination, aluminum pen
marks, release agent, and short coating cycles. A full listing of the coupons
and coating variations is shown in Tables 5 and 6. LTV also provided coating-
thickness estimates based on eddy current measurements; these are listed in
Tables 7 and 8.

The physical properties of the coating material needed to be established
for the analysis described in Section 6. Coating density and coefficient of
thermal expansion were experimentally determined. Accepted values of elastic
modulus, Poisson's ratio, and allowable strain were estimated in consultation
with scientists familiar with these materials. These values were as follows:

Density 2.59 g/cm?
Modulus of Elasticity (E) 30.0 Msi
Poisson's Ratio 0.19

Coefficient of Thermal Expansion 2.8 x 107% in/in-° F
Allowable Strain 0.0067 in/in

Density measurements were made using a Micromeritics Model 1303 helium/
air pycnometer. Powder samples of the coating material were obtained by
grinding the remnants of the coating thermal expansion specimens with mortar
and pestle; samples from both ACCRP and K650 coupons were used. Results were
confirmed by a successive grinding technique.

The thermal expansion measurements were made on specimens derived from
coupons ACCRP-21 and K650-79. These coupons were sliced down the middle and
heat treated at 1500° F in air until all the carbon-carbon substrate material
had completely oxidized. Figure 6 shows the coating thermal expansion results
of these tests. Note that the K650 coating material exhibits a higher thermal
expansion than the ACCRP; this was expected because the coating material was
primarily created from the substrate by a conversion technique. '
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Table 5. Coating Process Information for K650 Specimens.

o

.

Specimen Coating Run Defects/Sample Preparation (Normal Unless Noted)
ACCRP-1 1 Sample dotted with grease
L -2 1 Silicon metal on surface
P -3 1 Short cycle only
[ -8 1 Short cycle only
E -9 1 Sample marked with Al pen
I -10 4 Sample wiped with grease
i :
R -16 4
p -17 4
. -21 4 Sample marked with Al pen
P -22 3 SiC grain
X -23 3 Surface masked
-24 5 Poor preparation
i~ -25 6 g
- -26 5 Sample dotted with grease )
- -28 2 ]
- -29 2 B
b -32 2 -4
| -33 6
= -35 2 :;3
N -38 2 o
=5 -39 3 Silicon metal 5
N -40 3 Added release agent b
-41 i
-42 5 Heavy release agent one side i
! -43 3 Sample close to retort wall e
L ~44 5 Silicon metal spot v
) -45 6 Sample dotted with grease S
V -47 6 SiC sprinkled :{
I -48 5
[
N
ﬁ} Run No. 1 - Gonal to produce thin (<0.009 in.) coating ;g
?ﬁ Run No. 2 - Goal to produce 0.014 to 0.017 in. coating o
o Run No. 3 - Goal to produce 0.018 to 0.023 in. coating o
&' Run No. 4 - Goal to produce defect samples with 0.014 to 0.020 1in. vy
Fu Run No. 5 - Goal to produce coatings with variable thickness o
L Run No. 6 - Goal to produce 0.010 to 0.015 in. coating “u
; 7
Z
-
“
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Table 6. Coating Process Information for ACCRP Specimens.

Specimen Coating Run Defects/Sample Preparation (Normal Unless Noted)
K650-65 4 Grease, poor sample preparation

F -66 4 Poor preparation, SiC metal
' -67 4 No surface preparation
[ -70 4 Marked with Al pen
F -1 1 Sample dotted with grease

-73 1 Silicon metal spots

-74 1 Short cycle only
; -75 1 Short cycle only
r -76 1 Al pencil mark
, =77 3 SiC grain

-79 3 Release agent
E -80 3 Silicon metal
E -81 3 Heavy release agent
I -82 3 Sample next to wall
E -83 6 Poor preparation, release agent
L -84 5 Poor preparation
N -85 5 Sample dotted with grease

-86 5 Release agent varied
; -88 5 Silicon metal
: :
Y -90 5
N -92 2
> -93 2

-97 6
- -99 2
P =102 2
A -107 2
F: -110 6
E =111 6 Poor preparation
E Run No. 1 - Goal to produce thin (<0.009 in.) coating
y Run No. 2 - Goal to produce 0.014 to 0.017 in. coating
" Run No. 3 - Goal to produce 0.018 to 0.023 in. coating
g Run No. 4 - Goal to produce defect samples with 0.014 to 0.020 in.
o Run No. S - Goal to produce coatings with variable thickness
, Run No. 6 - Goal to produce 0.010 to 0.015 in. coating
E 20
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Table 7. Coating Thickness for ACCRP Specimens. D
~
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3.4 COATED TEST COUPONS

Measurements were made on the coated test coupons using CT radiography,
film radiography, beta backscatter, eddy current, and infrared methods. These
methods were used to generate the correlations to coating thickness discussed
Section 10. The physical dimensions, weights, and calculated densities of the
coated coupons are given in Tables 1 and 2. In addition, thermal expansion
tests were performed.

3.4.1 CT Radiography

CT radiography was performed on all coated coupons using a GE CT9800
scanner at Baptist Montclair Hospital, Birmingham Alabama. In order to reduce
the artifacts observed in previous scans (see Section 3.2), the stacking
arrangement was altered. A cylindrical holding fixture was made which held up
to 14 coupons in a circular arrangement with coupons not aligned or parallel
to each other to reduce edge artifacts. Two coupons and one cylinder of
graphite were also included as density references. The cylinder was packed
with flour around the coupons to act as a bolus and further reduce artifacts.
Details from the scans are compared with post-oxidation CT images in Figure 7.

An investigation was made of the usefulness of CT radiography to measure
coating thickness. A direct measure of thickness cannot be made from the CT
image because the image does not have sufficient resolution. The resolution
of the CT9800 is approximately 0.02 inch, and coating thickness requires
measurements over the range of 0.005 to 0.030 inch with an accuracy of a few
thousandths of ar inch. However, the CT image does change as a result of
varying coating thickness, and this can be used to estimate the thickness. As
a very simple analysis, the peak CT number was extracted as shown in Figure 8a
and was plotted against coating thickness determined by metallography. The
plot is shown in Figure 8b. A more sophisticated approach would be to model
the expected CT profile across the coating, as described in Reference 2.

3.4.2 Film Radiography

Conventional film radiographs of coated coupons are shown in Figure 4.
The edge radiograph (X-ray beam parallel to specimen width) shows delamination
in Specimen 24. The dark contrast of this feature after coating indicates
that some coating has occurred on the surfa—es of the delamination.

3.4.3 Beta Backscatter

A series of measurements were made orn the coated coupons using a beta
backscatter technique. The primary purpose was to assess the effectiveness of
the technique for measurement of coating thickness. Equipment used was the
Betascope 2000 manufactured by Twin Cities Testing. This instrument permitls a
choice of various isotope sources according to the electron energy required.
The operating principle of the instrument is based on the change in electron
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scattering and absorbtion cross sections as a function of atomic number and
density. A dense material will backscatter more electrons than a less dense
material. If there is a difference in scattering properties between substrate
and coating, then the total backscatter will be a function of the coating
thickness, provided the electron energy is high enough to penetrate into the
substrate but low enough for significant scattering. Three isotope sources

]
3
; were initially evaluated: .
Promethium 147 0.22 MeV ¥
Strontium 90 2.18 MeV !3
! Rhodium 106 3.53 MeV R
W
NN
Initial evaluation of the sources showed that the 0.22-MeV electrons from o
the promethium source were unable to penetrate the coating, and backscatter ;f“
count rates from the rhodium isotope were very low (approximately 16 per -
] second), indicating very little backscatter. The strontium isotope gave more o
’ useful count rates that varied with expected coating thickness, so this source }}j
was used for further measurements. u;q
RO
~..'~
Backscatter measurements were then made on all coated coupons using the ."
strontium 90 source. Six readings were taken on each coupon, three on each X
face, at distances 0.5, 1.5, and 2.5 inches from the 2nd of the specimen, and :{Q
: along the lateral centerline. Counting was for 100 seconds for each measure- :}:
. ment, and the results were tabulated as counts per second (Tables 7 and 8). o
In addition, the same measurement was made on samples of uncoated material -;S
(K650 and ACCRP) and on dense, sintered, silicon carbide. The purpose of ;
these measurements was to correlate the results with coating thickness to be K
1 measured metallographically; this correlation, shown in Figure 9, is discussed N
in Section 10.4 of the report. e
N
L
3.4.4 Eddy Current Measurements »
0,
P
Eddy current thickness measurements were made at the same six locations e
on each coupon. Initially, a thickness calibration curve was produced using ﬁff
1 pieces of uncoated K650 and ACCRP materials and pieces of plastic shim stock T
. . . . Lot
of known thickness to simulate the coating. The eddy current reading depended I
on shim thickness in an exponential decay (as expected), allowing an empirical »
equation to be used for thickness up to 0.025 inch: e
Thickness = 0. - X, - X, S
ickness 0.093 log (Xo Xlnf)/(xc xlnf) i
L
Where X, and X are eddy current readings on substrate standard and coating B
surface, respeéiively, and Xinf is the reading with the coil far from the e
substrate. -
Ccating thicknesses were then estimated from this equation, and Figure 10 oA
correlates the results with thickness measured metallographically. Figure 11 ®
oo
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is a plot of the eddy current estimates of thickness supplied by LTV. The
correlation between eddy current measurements and coating thickness and the
significance of the results will be discussed in Section 10.2 of the report.

3.4.5 Thermal Expansion

Thermal expansion was measured on six coated coupons, three for each
plate representing the warp, fill, and 45° off-axis directions. The coated
specimen ends were removed to prevent adherence and false disturbance to
the test apparatus. The warp-aligned specimens were also tested at an inter-
mediate test temperature (2400° F) to analyze the effect of thermal cycling on
the test coupons. Samples for scanning electron microscope (SEM) analysis
were extracted from the thermal-expansion specimen ends after each test run;
Figures 12, 13, and 14 show the results.

As expected, free thermal responses were not identical for warp, fill,
and 45° off-axis coupons of either material. This was due to the differences
in elastic stiffnesses in the various directions. The internal strain levels
induced by the mismatch of thermal expansion coefficients for coating and
substrate materials (seen in Figure 6) are determined by the shared loading of
the two materials and by the respective stiffnesses. Thus, the off-axis
coupons, being softer in that direction, accepted greater internal strain
levels, and this translated into the higher thermal expansion observed. The
warp and fill directions have similar stiffnesses (the fill direction being
slightly less stiff), and so the expansions were likewise similar. The K650
material had higher thermal expansions in the warp and fill directions, a
reflection of higher uncoated in-plane expansion and lower uncoated stiffness.
The 45° off~axis expansions of the two materials were nearly identical.

Typical cyclic data are shown in Figure 14. Note that the initial test
run, done by quartz dilatometry, was higher than the succeeding runs done by
graphite dilatometry. This may be due to the presence of a sealant layer.
Above the softening temperature of the sealant, typically around 1200° F, the
tensile stresses induced in the substrate are somewhat relaxed, and the net
expansion (as measured on the substrate centerline) decreases. Additional
damage of the sealant layer and the underlying conversion layer has been
observed in prior studies. The sealant layer applied after a pack cementation
process, as reported by LTV, was not readily apparent in SEM evaluations but
was isolated using polarized-light metallography. The graphite runs performed
to 2400° and 2800° F, respectively, yielded essentially identical expansion
responses. The minor differences witnessed at low temperatures were probably

due to the limited accuracy of temperature measurements in the graphite
facility in that range.
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4.0 DEVELOPMENT OF DIFFERENTIAL-ABSORPTION TECHNIQUE D

The differential-absorption technique is an adaptation of the liquid or
dye penetrant method. It utilizes the differences in absorption rate between K
the coating and the substrate to preferentially deposit fluorescent particles.
The fluorescent particles tend to gather near cracks, or other such defects, ;
in the coating layer which provide an absorption path to the underlying sub-
strate. Thus cracks that do not penetrate the entire coating thickness should
not appear as intense as those that do. This corresponds with the program
objective to be able to identify cracks selectively which provide paths for
oxidation.

4.1 COATING CHARACTERISTICS

An important part of the optimization of a technique is characterization
of the environment in which it is used. For differential absorption, the
environment cons'sts of the coating layer itself and the cracks in which the
flourescent particles seat themselves. The majority of this investigation was 9
performed using an ETEC Autoscan SEM. Additional insight was gained during
the performance of metallography at the end of the program. !

Crack size and depth were measured initially by SEM. The average crack
width was found to be approximately 10 pm with a range of 5 to 15 pm. The d
typical crack extended completely through the coating layer; in the inner few '
mils the cracks were submicron in width (visible only at high magnification).

Later, during inspection of oxidized coupons, submicron width cracks were
discovered on the surface. These rarely penetrated the coating layer. Figure |
15 shows the profile of typical cracks witnessed in the coated coupons. Also
in the figure some interlaminar cracks are noted. These propagated from the )
tips of the cracks extending through the coating layer along or just under-
neath the coating-to-substrate boundary. These were probably generated by b
shear-lap stresses upon cool-down. Additional transverse cracking was noted :
within the coating layer itself along cristobalite deposits.

The coating layer cornsisted of a surface sealant layer and a substrate
conversion layer. The conversion layer was formed by pack cementation, and
metallography indicated very little coating porosity in this region. The
sealant layer resided almost entirely on the surface and had a void content
approaching 80%. The dimensional differences between uncoated and coated ]
coupons (see Tables 1 and 2) were essentially the thickness of the sealant g
layer. g

The surface texture of the coated coupons prior to oxidation was fairly
rough; this caused some microcapsules to become trapped in the surface away
from the cracks. The result was areas of high background intensity, often y
obscuring crack indications. After oxidation the surface became glass~like, X
and background intensity was less a problem. Figure 16 shcows the progression 3
of surface texture as surface oxidation progresses. TFigure 16¢ shows the
bottom surface of a typical oxidized specimen. The surface was situdted over
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fire-brick and thus experienced lower oxygen flow. This is discussed further -
in Section 5.2. o
As mentioned above, cristobalite formations were noted withia the coating '_C-«:
layer. Figure 17 shows a typical "pocket" of cristobalite with characteristic -
crystalline structure. X-ray diffraction scans were performed on powdered -
samples of coating material. Figure 17 shows the results obtained for as- s
received samples and those which had been heat soaked at 2450° F in air for 'fa
one hour. The change in the relative peak heights was believed to be due to .
random scatter in the samples rather than the additional formation of cristo- Ifj
balite. This was supported by later diffraction scans of material after S
extended heat soak. ’
v
b,
4.2 DYES AND ENCAPSULATION '
During the course of the program, polymer microspheres containing various ;Z-l
core materials were prepared. Table 9 lists all of the preparations. The -
Table 9. Microcapsule Preparation used for Differential Absorption -
Techniques Optimization. o

............... ‘.

. Theore*;zal Particie :_
¥.iracapsule jore Loading Size Rarge ;
©ongrzk %% Qolor i Core Mater:a! Wt um Draran e -
2

-84~ laze Jrange  MNone -- -5 e
-00s-1  Plaze franze  “one - 2.5-7 vy
Qedl Aurgra Pink Barium ¢y i3i 2.5-1 .

v

“0Za-! Saturn Yellow  None - 0.5-10  Ciirocs mvzoIzartillsz ..
-ei-2  3Saturs veiiov  None -- .3~ -
-45-1  Jociet Red None - .03 :,

-243-.  Jnciet Red None - t-s -

-@%6-1  None Roran 5 2.25=1  Darr-zzizeat trzt s i
“25t-l  Horizam 3iu Poran farbige bl 9.25-1  Dasi-colirzs Ceom lrvz

-d'a-1 iaze Jrarge  None - 2.5-3 =

-25Q-! Blaze ange  “one - 5-if

-g9%-1  3laze wrarge Miiled Glzes ) 3] .53 3ises Zfenz TRa-deled o
=3%9-1  Ilage ramge  Miilad Glass -5 <D Q210 Glass fatth Wi-dlGe. =

N

Npresl v Tracenames of the Dagyalc Tciar Zoraoratiar, Tievelans, Thic, ,-'.:

o Tre Rarium e heid fo the zurface of the wmicroscheres gL etz i, "

1. Coee loacing was not getermingd, ‘

4 Tn13 giags was resorted 0 c6ataid amcunt: 3¢ Trsiua - ude,

3. This Qiass was cepcried to contain amgnts of Titargum Jacnice, L
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microspheres of polymer were uniformly colored and had smooth surfaces. In
general, the microcapsules were spherical and monolithic (the core material
was dispersed with the polymer matrix rather than externally attached). In
the microencapsulation process, the core material was dissolved or dispersed
in an organic solution of the polymer material, and the resulting mixture was
processed to provide finished microcapsules. The resulting microcapsules were
washed free of processing aids by centrifugation and then freeze-dried.

The polymer material used for almost all of the microcapsule batches was
Type 685D polystyrene (Dow Chemicals). Core materials used were flourescent
dyes extracted from Dayglo flourescent pigments (Dayglo Color Corp.), barium,
boron, boron carbide, and two milled borate glasses. The polymer matrix used
by Dayglo for flourescent pigments is not soluble in most solvents, but the
dyes are soluble in many organic solvents; consequently, the insoluble polymer
was extracted in a preliminary step, and only the flourescent dye was used.
The theoretical core loading of the microcapsules containing glass formers or
metal ions was 50%. Core loadings for dyed microcapsules were not calculated.
The copolymer of one batch of microcapsules was made from maleic anhydride.
In subsequent steps, the anhydride units were hydrolyzed to carboxylic acid
units to which barium tracer ions were attached. This batch was made in an
unsuccessful attempt to visualize crack patterns with the electron diffraction
scanning capability of the ETEC Autoscan unit.

Microencapsulated particles were used in this project primarily because
size distribution could be controlled in processing. Existing dye penetrant
solutions often contain particles with a broad range of sizes and asymmetical
configurations. On coated coupons, use of these solutions often produced
images almost obscured by background intensity caused by entrapment of the
very fine particles in the surface roughness. Microcapsulation allowed for
optimization and control of particle size. Different batches containing
different color dyes representing different size ranges could be produced
to isolate cracks of varying widths. Figures 18 and 19 show particle size
distributions of the dye and glass-former microcapsule preparations.

Thermogravimetric analyses performed on microcapsule preparations, Figure
20, show there is very little residue after heating to 1100° F. Specimens
were cleaned at this temperature between testing of dye preparations.

4.3 CARRIER FLUIDS

The standard carrier fluid used at SoRI was isopropyl alcohol. Table 10
lists the other carrier fluids evaluated and details of environmental impact.
Of the other fluids listed, only water exhibited acceptable characteristics as
a carrier. The one disadvantage of water as a carrier fluid is the slow

evaporation rate. A possible alternative would be to use a mixed solution of
isopropyl alcohol and water.

Saturation tests were performed for optimum mix ratios of microcapsules
to isopropyl. The results indicated that a mix of 2 grams of microcapsules
per liter of alcohol was sufficient.
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Table 10. Survey of Candidate Carrier Fluids for Differential Absorption
Technique Optimization.
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4.4 FINAL SYSTEM AND APPLICATION

Previous work done at Southern Research using the differential-absorption
technique was performed using a two-step procedure. The dye microcapsule
suspension was applied with a squirter bottle and then carefully washed (again
by squirter bottle application) with clean isopropyl alcohol. This technique
was used for the initial documentation of the specimens. Prior te coupon
oxidation, the surface roughness mandated the final wash in order to lower the
background intensity. After coupon oxidation, poor results were obtained with
the two-step approach. The microcapsules were visibly being extracted from
the cracks during final wash. Figure 21 shows the loss of indications where a
final wash was used. Thus, all documentation of oxidized coupons was taken
without the final wash cycle.

Dispersion of the microcapsules was studied to determine the best manner
of preparing a microcapsule suspension. The dispersion methods evaluated were
hand-shaking, ultrasonic bath agitation, and ultrasonic probe agitation. The
results indicated that a 15-minute agitation period using an ultrasonic probe
(Fischer Sonic Dismembrator Model 300 or equivalent) is satisfactory.

Considerable effort was expended to ensure that microcapsules were seated
properly in the crack microstructure. To this end, microcapsule batches of
various size distributions were evaluated. Final tests were standardized
using microcapsules with a size range of 0.5 to 3.0 pgm in diameter containing
Dayglo Orange Dye pigmentation. Figures 22 and 23 show the preferential
seating of the microcapsules in and along surface cracks. [nvestigations
indicated that even where there does not initially appear to be total coverage
of a crack, the microcapsules can be seen seated within the crack structure
(Figure 23 inset).
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Figure 23. Variations in Microcapsule Seating in Typical Unoxidized
Specimen Via SEM Technique.
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5.0 METHOD DEMONSTRATION

5.1 HEAT TREATMENT

The test coupons were subjected to a heat treatment comprising one hour
at 2500° F in air followed by cooling in air. The purpose of the treatment
was to generate stress cracks, as existing cracks were expected to be closed
by the final sealant application of the coating process. A small number of
coupons showed some signs of oxidation damage and coating delamination at this
stage.

The heat treat was also observed to produce a smooth glassy outer layer
on the coupons, presumably due to activation of glass formers in the sealant.
The formation of the glassy layer was not uniform. Generally, the surface
which had been on top during the heat treat exhibited a smooth layer, but the
bottom surface, which had been partially in contact with an alumina brick,
showed a less smooth surface. This is attributed to slower oxygen replacement
on the underside. Coupons treated in a later batch were turned during the
heat treatment, resulting in more uniform surface appearance.

A number of coupons showed bubbles in the sealant layer, and in some the
glass had apparently stuck to the alumina brick, resulting in surface contam-
ination. All of the abov- variations in surface finish had a substantial
effect on background intensity and crack visibility in the differential
absorption test.

5.2 DIFFERENTIAL-ABSORPTION TEST

The differential~absorption test was carried out using blaze orange
microcapsules of 0.5 to 3.0 um size (see Figure 18 for size distribution) and
following the method described in Section 4.4. Coupons were then photographed
on the faces and edges under black light using a Kodak K2 filter to reduce
reflected ultraviolet (UV). The number of cracks per inch was measured from
the photographs and is shown in Tables 11 and 12. On the specimens cut in
warp and fill directions, cracks per inch were measured (the number of cracks
intersecting a one-inch line) along the length or across the width of the
specimen. For specimens cut at 45°, the two directions of measurement are as

hown in Figure 24. Additionally, the intensities of crack indications and
background fluorescence were estimated visually and rated on an arbitrary
scale.

The crack patterns varied from highly visible (high crack inteusity, low
background) to indistinguishable. The most visible patterns were those faces
with a siwooth glassy surface layer. The less smooth coupons produced higher
background intensity, sometimes obscuring the c¢rack 1indications. In all
coupons, the crack indications on the faces were aligned parallel to the warp
and till fiber directions, apart from those close to the edges of the 45°
specimens (see Figure 24). Cracks on the edges of th se coupons ran primarily
in the thickness direction. Some edge cracks rau parallel to the specimen
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Table 11. Differential Absorption Results for ACCRP Specimens.

Face A Face B
Cracks/Inch Intensity Cracks/Inch Intensity
Along Across Along Across
Specimen (+45°) (=45°) Crack B/G (#45°)  (-45°) Crack B/G
ACCRP-3 (Not Visible) L M 20 17 M L
-9 22 18 M L-M 20 16 M L-M
~10 13 10 M M 9 8 H L
-13 13 9 H 1-M 12 8 H L-M
-16 10 7 H M 8 9 M-H M
-17 10 8 M L 10 11 H M
-22 8 11 M-H L-M 10 10 H M
=23 10 12 M L-M 11 9 M L
-24 10 11 H M-H 11 12 M-H M
-26 10 9 H L-M 9 10 M-H L
-28 8 11 M L (Not Visibla) M M-H
=29 15 14 M L-M 12 12 M M
-32 10 10 M L-M 11 9 M M
-35 10 9 L L 11 12 L L-M
-38 16 12 M M 15 12 M M-L ]
-39 9 8 M L 9 11 M L-M s
43 11 13 L L 7 8 L L )
44 10 10 M L-H (Not. Visible) L M ol
-47 10 11 M-H M-H 11 10 M M '
-48 9 9 M L 16 22 L M Y
g
oo d
Note: Crack and background intensities are estimated on a comparative scale: :-‘_{;
S
VL = Very Low ) .
L = Low s
M = Medium g
H = High

Measurement directions on 45° specimens as shown in Figure 24.
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Table 12. Differential Absorption Results for K650 Specimens.
Face A Face B
Cracks/Inch Intensity Cracks/Inch Intensity
Along Across Along Across
Specimen (+459) (=45°) Crack B/G (+45°) (=-45°) Crack B/G
K650-66 13 14 M L 14 16 L L-M
-70 10 10 M L-M 10 10 M L-M
-71 14 16 VL-L L 14 14 VL-L L
=74 20 16 L-M T-M 18 18 L-M M
=75 20 22 L-M L 18 24 L M
=76 16 18 L-M L-M 14 18 L-M M
-77 12 12 L-M L-M 11 11 M M
-80 14 i2 M M-H 12 12 L L
-81 13 13 M M 13 13 M L-M
-82 9 10 M L-M 16 14 L L.
-83 9 9 M-H L 11 11 M L
-84 9 10 H M 11 9 M L-M
-85 9 7 L L-M 11 7 L L
-86 13 8 M-H L-M 12 16 L L
=90 13 12 M-H L-M 20 12 M L-M
-92 11 15 M-H L-M 13 12 L-M L
-93 11 13 M L 12 14 VL-L L-M
-99 12 11 M L-M 13 13 M L-M
-102 15 12 M-H M-H 14 10 M L
-107 12 14 M L 16 16 M L
-111 10 12 L L-M 15 12 L L

are estimated on a comparative scale:

as shown in Figure 24.
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length and at midthickness; these correlated with delaminations seen in the
coupons before coating.

Coupon 74 showed a pattern of highly visible cracks radiating {rom a
surface-connected oxidation pit (see Figure 25). Coupon 3 (also Figure 25)
showed a transition from closely spaced cracks at one end to an absence of
cracks at the other end. The uncracked end showed a delamination zone in the
coating; the coating had visibly begun to peel back from the substrate.

(a) Specimen 3 Showing Absence of Cracks at
End Due to Coating Delamination.

(b) Specimen 74 Showing Cracks Radiating
From Surface Pit

Figure 25. Differential Absorption Results,
Specimens 3 and 74.

Figures 24 and 26 through 32 show a variety ot the crack patterns before and
after further oxidation testing of the coupons and typify the range of results
observed. Note that there is little evidencr f the effect of defects induced
during the coating process. Average crack spacing is plotted in Figure 33 as
a function of coating thickness.
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Differential Absorption Results, Specimen
77 Pre- and Post-Oxidation.
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Figure 33. Average Crack Spacing as a Function of Coating Thickness.

5.3 INFRARED THERMOGRAPHY

Infrared (IR) testing was performed on a number of the coupons at this
stage in order obtain feasibility data on the IR technique. The technique
used a YAG laser operating at 10 watts continuous wave, with a 1.064~um wave-
length. Beam size was 2 cm high by 1 mm wide on the test coupon. The beam
was swept across the coupon at a rate of approximately one inch per second.
Figure 34 shows scan results from Coupon 71, with the beam sweeping from right
to left. Figure 34b shows local heating around a surface oxidation pit (top
center). Figure 34c shows a smaller but similar feature (left center). Both
features could be seen, by visual examination, to penetrate the coating.
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6.0 MODEL OF CRACK DEVELOPMENT

6.1 ANALYTICAL APPROACHES

The objective of this study was to develop an analytical procedure for
predicting the occurence of c¢racks in coated carbon-carbon materials. This
was necessary to elucidate the crack patterns encountered during differential-~
absorption testing.

S e

Two analytical approaches were adopted. The first approach was based on
the one-dimensional, shear-lag model used for preliminary estimations and
parametric studies. The second approach used a more rigorous finite-element
model thai was considered more realistic in modeling the geometry and biaxial
stress effects.

P

sy,

3

N

6.2 CRACK ANATYSIS BY SHEAR-LAG MODEL i:
Ta

The classical shear-lag model provided a simple and useful analytical S

approach for predicting coating behavior during temperature variation. Figure

35 shows a single-phase layer in the process of cooling down and cracking. :{
The reducing crack interva: is designated by 2L. -
Initially, 2L was taken to be the entire uncracked coating length. Since jq
the coating was applied on the upper and lower surfaces of the component, only |

the top half was modeled due to the geometric symmetry. Using the classical
shear-lag theory and considering thermal effects, the induced coating thermal .ﬁ
strain was found (Reference 3) to be: %
o
K
Lo, = eqg(cosh px/cosh pL - 1) 3
L ¥l
where N
o
J
£y = (ag = ay)AT/(1 + Epha/Eqhy) o
o
. G 1 i .
2 = . + .
M (hy *+ hy) (Elhl Ezhg) )
' ¢ = —Gz(by + hp) v
‘ (ha + hyG2/Gy) -
\ p
Lo 1s the induced coating strain at the middistance between two adjacent b
cracks, and (cosh wpx/cosh yL - 1) is a4 strain-distribution factor. The ¢
: thermally induced strain peaks at the middistance between cracks and gradually -
. diminishes toward the cracks; oy, u,, £, E,, Gy, G., hy, and hy are the 5
) thermal expansion coetticients, Young's moduli, shear moduli, and thickness 3
5 values, respectively. The subscripts, 1 and 2, denote the corresponding v
h material systems. Both the substrate and the coating material:s are assumed to -
. be isotropic. .
n N
: .

&
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Based on the above equations, induced thermal strain can be calculated
for a specified temperature change, AT. If the induced strain exceeds the
allowable strain value, an additional cracking event is assumed to occur at
the middistance between the existing cracks. The prccess continues until the
component reaches the final temperature.

With the expression of induced coating strain, the development of crack
density, crack spacing, and maximum coating strain during cool-down can be
calculated and plotted. Furthermore, by changing the coating thickness, a
parametric study can be made. The temperature at which the ccating develops
the first crack can be found for the different coating/substrate thickness
ratios. If the component remains uncracked at the final temperature, the
residual strain and a margin of safety can also be calculated for different
coating/substrate thickness ratios,

]
A

.
3

L P
_N.r

6.3 CRACK ANALYSIS BY FINITE-ELEMENT MODEL

A two-dimensional, finite-element model was used for the thermal stress
analysis of coated components by the application of the GE finite-element o
computer program CYANIDE. The component was analyzed by taking account of the >
section geometry and the in-plane stresses. The plane stress condition was ‘
assumed. A preprocessor was developed to facilitate the generation of finite- .
element models (with or without cracks). N

The computed strains were compared with the zllowable strain value for )
the prediction of new crack developments. The developed cracks were then
simulated in the subsequent finite-element model for further therwmal stress
analysis. The process was continued until the final temperature was reached.
Only the opening mode cracks that were perpendicular to the interface were
considered. The interfacial cracks were beyond the scope of this study.

T A
“‘,‘ NSNS b

6.4 MODEL RESULTS FOR LTV MATERIALS

The crack pattern development for the two coated specimens of ACCRP and o

=

K650 material systems were predicted by thq analytical procedure presented in ﬁzj
this report. Dimensions, thermal loads, and material properties of those two i
specimens are shown in Figure 35. Where possible, measured values were used. .

For strain to failure and coating modulus, values had to be estimated as o
measurement was not practical.

For the crack analysis by the shear-lag model, the input data file was :
built using the data shown in Figure 35. The developme “ of the crack density !

and the induced coating strain for the ACCRP specimen re predicted as shown LE
in Figures 36 and 37, respectively. The aliowable c¢c¢ 1ng thermal strain was :QJ
estimated to be 0.00067 based on the coating fracture stirength. j:

' u
*ata

TA

During the cool-down process, the i1nduced coating strain grows gradually.
Once the coating strain reaches the allowable wvalue, c¢racks initiate and
develop rapidly. Between successive cracking events, the coating strain

;
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increases linearly. If the coating/substrate thickness ratio is increased,
the temperature for developing the initial coating crack will be decreased.
The coating strain decreases (or the margin of safety increases) in proportion

1

N
to the increase of the coating/substrate thickness ratios. é?:
Figure 33 shows the prediction of crack spacing as a function of coating/ 0
substrate thickness ratio, and experimental values are plotted for comparison. by
The experimental results are scattered about the theoretical prediction. This )
data scatter is expected and is probably a result of wvariability in coating 5}*
properties. Note also that the metallography results showed interfacial g
cracks that were not considered in the model, and these are likely to cause :}.
some discrepancy. Qﬁi
“<
)
6.5 CONCLUSIONS FROM MODEL -
Based on the predictions of coated ACCRP and K650 specimens by the :f:
developed analysis procedure, the following conclusions were reached: e
Wi
1. The stress induced in the ccating was in tension aand that in )
the substrate was in compression during the thermal cool-down Ao
process. The coating was cracked at the temperature when the 3
tensile stress/strain became critical. .
2. Induced thermal stress/strain was proportional to temperature L
drop from the stress-free temperature at which the coating ]
material was applied to the component. Analytical predictions o
correlated reasonably well with the experimental results; thus, B
it is recommended that the shear-lag model be used for the \}\
preliminary estimation or the parametric study of the coating ~ T
crack patterns. &y
»
3. It is a relatively complicated problem to predict the crack i:ﬁ
behaviors in coated components. In addition, to derive the Z:}
precise relationship among contributing parameters, accurate Lo
thermo-physical and mechanical properties of the substrate and N
the coating layers should be available. The present work was a Lo
preliminary prediction of the coating crack developments during >

the thermal cool-down process. Further work is suggested for
the prediction of interfacial/interlaminar cracks and three-
dimensional effects on the crack pattern developments.
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7.0 SEALANT EVALUATION AND OXIDATION TESTS

7.1 OXIDATION INHIBITOR

The materials tested as oxidation inhibitors were boron, boron carbide,
and a glass containing Bs0g, Ba®, K0, and TiC. The boron was purchased as a
powder, particle size 0.15 um, and the boron carbide was bought as a 0.04 pm

powder. Both powders were microencapsulated with approximately 50% loading in r
the microcapsules. Microcapsule size was determined by SEM to be 0.25 to 1.0 e
pm in diameter. The glass was milled to a size range of 0.5 to 5.0 pum. 2
7.2 INHIBITOR APPLICATION i
Eight coated coupons were selected for the oxidation test, of which two :g
were untreated and run as control samples, and each sealant composition was :H
applied to two coupons. The coupons were selected to have estimated coating ok
thickness in the range of 0.011 to 0.016 inch and no defects indicated by Fa
prior NDE tests. The coupons were first held at 1100° F for 1 hour in order
4 to remove any traces of dye microcapsules that might prevent sealant from "
. entering the cracks. The sealants were each suspended in isopropyl alcohol "N
y with a concentration of 50 g/liter and were applied by dipping the coupon in b
: the suspension and allowing it to drain. The original intention had been to ?{
apply the sealant at the same time as the fluorescent dye; however, this was ;
not pursued because the sealant powder colors obscured the dye indications.
Examination under a microscope confirmed that all three se.:lants were seating
preferentially in the surface cracks. Table 13 shows the coupon treatments.
Table 13. Test Specimen Treatments and Oxidation Life. '
N
Specimen Treatment Hours to 5% Weigpc Lniﬁ T
ACCRP-16 Boron Carbide 12.5 N
ACCRP-28 Glass 11.8
ACCRP-29 No Treatment 18.0
K650~70 Boron 20.2
K650~77 No Treatment 12.8 X
K650-82 Glass 20.7 &
K650-93 Boron Carbide 10.4 !
K650-102 Boron 15 _
oW
N
-
7.3 OXIDATION TESTING <
The eight coupons were then dried, weighed, and exposed in a furnace .
under the oxidation cycle described in Table 14. K
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Table 14. Oxidation Test Cycle.

2 hours at 2400° F Cool and Weigh
2 hours at 2000° F Cool and Weigh
16 hours at 1500° F Cool and Weigh
2 hours at 2400° F Cool and Weigh
16 hours at 1200° F Cool and Weigh

Coupons were removed from the test as soon as weight loss exceeded 59%.
The results of the oxidation test are plotted in Figure 38. The data were

interpolated to estimate the time to 5% weight loss. The times are shown in
Tables 13 and 15.

Table 15. Summary of Oxidation Results.

Treatment Hours to 5% Weight Loss
Boron Carbide 11.45
Control (Untreated) 15.4
Glass 16.25
Boron 17.6
(ACCRP Substrate) (14.1)
(K650 Substrate) (15.8)

[t is concluded, bearing in mind the small aumber of samples, that there
was no clear advantage gained by any treatment system. The boron-treated
samples showed the longest life, but this was only 2.2 hours longer than the
average for the untreated samples and may easily have resulted from random
variation. Any effect of the treatment would have to be major in order to
show on this kind of test. A concern before the test was that the difference
in substrate materials would seriously affect the oxidation lives. The test

results showed that the average lives for AACRP and K650 substrate specimens
differed by only 1.7 hours.

7.4 POST-OXIDATION NDE TESTS

The oxidation tested samples were then examined by CT radiographv. It
can be seen from the results shown in Figure 7 that there were two primary
routes of oxidation failure. Coupons 16, 28, 70, 77, and 82 showed the major
loss of material immediatly under the coating and fairly evenly distributed
over the interface, suggesting a failure mechanism of uniform oxygen infiltra-
tion through the coating. Coupons 29, 93, and 102 showed loss of material
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COUPONMS §18, §28, AND 983
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Figure 38. Specimen Weight Change During Oxidation Tests.
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along the midplane, with evidence of large voids next to the edge of the
coupon. The mechanism of oxidation is most likely through the coating on the
edge of the coupon.

The coupons were also avaluated by means of the eddy current technique
described in Section 3.4. The results in Table 16 illustrate the change in
eddy current signal resulting from the oxidation test. Jn all cases, the eddy
current signal is reduced, indicating a reduction in material conductivity.

Table 16. Eddy Current Readings Pre- and Post-Oxidation.

Face A Face B

Specimen Before After % Change Before After % Change
16 5.45 4.52 -17.0 5.16 4.71 -8.7
28 5.47 4.84 -10.7 5.01 4.37 -12.7
29 5.40 4.76 -11.8 5.39 5.04 -6.5
70 4.61 3.68 -20.0 4.58 4.34 -5.2
77 4.58 4.20 -8.3 4.28 4.04 -5.6
82 4.49 3.97 -11.6 4,68 3.61 -22.0
93 4.76 4.44 -6.7 4.78 4.38 -8.3
102 4.73 4.49 -5.0 4.76 4.39 -7.7

Note: Readings are instrument output in volts. Measurements taken at center
vf each face.

7.5 POST~OXIDATION DIFFERENTIAL ABSORPTION

The differential absorption test was performed on the coupons after
oxidation testing. The results are shown in Figures 24 and 26 through 32.
Points of interest are as follows:

1. Crack patterns and density may vary from the preoxidized state.
Coupons 16, 29, 77, 93, and 102 all showed essentially the same
crack pattern after oxidation, although a few new cracks did
appear. Coupon 28 showed many more cracks after oxidation.
Coupons 70 and 82 exhibited fewer cracks, with new large
uncracked areas. These corresponded to areas where the coating
was visibly delaminated from the substrate.

2. Crack patterns were generally more clearly wvisible in the
differential absorption test. Crack intensitv was higher and
the background less bright.

3. The surface appearance indicated that the giaze layer secen

before oxidation was now missing.
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8.0 METALLOGRAPHY

-
v'
)
Metallography was performed on 20 oxidized coupons. Magnification levels s
were set at 5% for full cross-sectional coverage and 100x for centerline jﬁ

thickness measurements. Each coupon was evaluated for coating thickness at
the center cross section only.

o

g

8.1 METHOD
Oxidized coupons were prepared for metallography as follows:

a. Coupons were sliced at the approximate center using a slow-
speed diamond wheel saw. Some minor chipping at the edges
could not be aveided due to the brittle nature of the coating.

b. Coupons were then mounted in epoxXy using a vacuum-impregnation
technique. This ensures that no air pockets or bubbles will
form in the epoxy during cure. Some cracking of the epoxy may
be found in areas that cured disproportionately quickly.

c. Epoxy-mounted coupons were then rough ground down to the cross
section surface and, if necessary, down past where any surface
chipping may have occurred.

ar -
’

.

d. Final polishing was performed using 3-pm diamond paste.

.

.
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v
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e. Identification and orientation were scribed into the epoxy
mount for traceability.
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8.2 COATING THICKNESS MEASUREMENTS

i
)
Metallographic montages, produced at either the top or bottom center of j{
each coupon evaluated, covered approximately 0.12 inches of the coating/sub- e
strate boundary. Figure 15 is a typical montage. The coating/substrate :;ﬁ

boundary was somewhat claritied by offsetting the focus slightly. This was
due to the preferential polishing of the lower resistance substrate material

e
> %
AP

»

over the hard coating layer. The outline of the conversion layer is also ?.

shown in Figure 15. o

pS

. . . . f

Measurements of coating thickness were performed on each montage at five ;

equally spaced stations. Care was taken not to bias the results by placement ;o

of the measurement stations. Coating thickness was defined to be the distance vl

from coating surface (excluding "bubbled" material and surface contamination) jaj

to the last incidence of coating material along the line of the measurement g?

station. If the coating material was erratic (that is, there was substrate Cjw

; material evident along station path), then the distance of substrate initially N :

1 included was deleted from the measurement. The average of the five measure- o

' ments was listed as the coating thickness. These values may be found in S
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Tables 7 and 8. Figures 39 and 40 illustrate delaminations in the materials.
Figure 41 shows the internal voids resulting from thermal cycling of Specimen
ACCRP-16, and Figure 42 shows CT images of the same sections. Note that the
internal cavity is filled with epoxy from the mounting process; it can be
identified by the presence of cracks. Figure 43 shows the development of
interlaminar cracks and substrate oxidation in the same specimen.

(a) Center Cross Section of Specimen K650-80

T
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(b) Center Cross Section of Specimen ACCRP-24

Figure 39. Metallographic Cross Sections of Thermally Exposed
Coated 2D C-C Coupons 24 and 80 (l1-Hour Heat Soak).
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(¢) Cross Section 2.5 inches From Refercnce End

Figure 41, Metallographs of Specimen ACCRP-16

After Oxidation Testing,
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Note: Same Sections Shown
Metallograpically
in Figure 41,
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9.0 ADDITIONAL MATERIALS

9.1 MATERIAL DESCRIPTION

Differential Absorption and CT Radiographic tests were performed on
coupons of two additional material systems. One set of 21 coupons consisted
of SAIC II inhibited matrix substrate with San Fernando Labs (SFL) Mod IV
coating. Coupon size was 2X0.75%0.125 in. The coupons had been coated in
three batches with process varjations introduced to give a range of layer
thicknesses. The coating consisted of a nominally 0,004-inch thick conversion
layer with two interlayers and an outer layer of silicon carbide approximately
0.01-in. thick. The inhibited matrix substrate had silicon carbide, zirconium
diboride, and boron carbide added to the matrix.

The second set of 20 coupons consisted >f Chromalloy coating on GAT
substrate. Coupon size was 3,25x1.25%0.2 in. The coating was an applied
boron-containing sealant layer with a 0.01 to 0.012-inch thick silicon carbide

overlayer.

Both substrate/coating systems were representative of materials envisaged
for future gas turbine applications. These systems differ significantly from
the LTV materials in the addition of oxidation-inhibitors to the substrate
matrix and in the coating which had chemical vapor deposited (CVD) layers in
addition to the conversion Jayers. The surface finish was less smooth than
that of the LTV coating, and in particular the Chromalloy ccating showed a

very irregular surface.

9.2 DIFFERENTIAL-ABSORPTION TEST

Differential-absorption testing cf the Chromalloy coated coupons showed
no visible fluorescent indications (see Figure 44). HMicroscopic examination
showed the presence of cracks with width in the range of 3 to 10 pm. This
crack width should be suitable for detection with the 0.5 to 3 pm dye particle
size used. It is possible that the cracks did not penetrate sufficiently deep
to provide an absorption path for the dye-carrying fluid.

Fluorescent indications ou the SFL coated coupons varied from nonexistent
to faint. Figure 44 shcws the coupons with the most visible indications.

9.3 CT RADIOGRAPHY

Typical CT radiographic test results from the two sets of coupons are
stiown in Figures 45 and 46. CT results from both materials exhibit similar
feature. as foliows.

The average (T numbers were much higher than for the noninhibited matrix
LTV coupons. (T numbers ranged from 500 to 2560 compared to a range of 370 to
410 tor the LTV material. The variation 1n CT numbers w:thin 4 conpon was
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(a) Specimens with SFLL Coating
on SAIC Substrate

(h) Specimen with Chromalloy on
GAT Substrate

Figure 44, Difforential Absorntion
Results on si0 oand Chromalloy

Coated Specinens,
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Figure 45,

X-ray CT Images of Chromalloy Coating on GAT Substrate Coupons.
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also much higher for the inhibited matrix material, and the photographs showed
a regular pattern of variation. These results were consistent with the
distribution of elements with high atomic number (such as zirconium) that
were present in the matrix and therefore located in the interstices of the
carbon weave. Note also that the coating was not clearly evident in the
images because there was not a contrast between CT number of substrate and
coating as there was for the LTV coupons.

81

o 4 :‘A“-'.‘x._l
O

L}
y

d&d‘

B
a

5 @

LY
F AP
z

T

Loy

224

»
t

&

s

Y _Si* NI R~ A P S S S e i i WIS i - M S bl L AP S SPETE BPI PK SS Fd iSe drun Mre 4 Ll A AP AR A R i




PR P T P Ty "y’ ) QUAm W) dah catval ol sl 7o p¥ \ Ty Ca%0 a0 et At At ) B ia R 'R A St Kt Aty by
N
¢
)
"
4“'

10.0 DISCUSSION oy

4

-

10.1 DIFFERENTIAL ABSORPTION TEST RESULTS na
A

A primary concern is to assess coating quality, and the differential- o
absorption method was suggested to achieve this. The program results have '-
demonstrated that the method is effective in detecting coating cracks, though ;.-
detectibility is highly influenced by surface condition. However, the surface )
cracks are a normal feature of the coatings studied, so the problem becomes 3"
one of distinguishing 'normal" cracks or crack patterns from those which
indicate abnormal conditions. Some abnormal conditions can be detected, such -
as very thin coatings, which produce a closely spaced crack pattern, and \
actual results fitted well with theoretical predictions. The dependence of N

crack spacing on thickness is not a reliable thickness measurement other than )
o indicate very thin coatings, and there are alternative and better ways to N
measure coating thickness. :-::
L3 )
Another feature which may be detected by the crack pattern is oxidation .f-*‘..
damage under the coating. This was observed in the specimens which had been \‘;
through the oxidation cycle. On some surfaces, lack of cracks corresponded to )
coating delamination, as might be expected. However, other specimens had
major subsurface oxidation damage which did not result in any changes in the o
crack pattern. Alternative methods such as CT radiography and eddy current el
can be used to detect this type of damage, and CT radiography in particular "
gives a more accurate and comprehensive indication. '..‘..~7.
The above remarks apply primarily to the LTV coatings and noninhibited ::5-
substrates. Coated carbon-carbon is in a state of development, and future ~.$
material systems for gas turbine engines might be very different. It is ,':.-
conceivable that the onset and growth of coating cracks may be an indicator f-
of coating deterioration in future systems, and the differential-absorption e
method would then be potentially very useful. Loading of oxidation inhibitors !,‘
in the substrate can make the eddy current and CT radiography tests less \f:*
reliable, so differential absorption may offer an alternative. Y
Y.
The present conclusion is that the differential absorption method could t}&

not be used as a primary NDE method to indicate coating quality. Other NDE -
methods can provide the same information more directly and damage conditions '
do not necessarily affect the differential absorption results. The method
should be considered a useful supplementary test, especially in view of ease e
of application, and may meet the requirements of newer material systems. ;'.;«_‘"
The addition of glass-forming materials to the ditferential ubsorption v N
fluid did not have a major effect on the oxidation lite. Any small gain in 2:.,
oxidation-resistance would be masked by the variability in survival time of Al
untreated specimens. A much larger number of samples would be needed to "",:
produce conclusive results. The amount of sealant material 1intvoduced in f:_
this experiment was very small, and it may be more rewarding to paint or .

deposit sealants onto the surface to give 100% coverage. "
o
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10.2 EDDY CURRENT TEST

The eddy current test was considered as a potential means to measure
coating thickness and to detect oxidation damage. The correlations shown in
Figures 10 and 11 indicate that the eddy current test is the most accurate way
to measure coating thickness. LTV suppiied a mean estimate close to the true
value. GE measurements, on average, underestimated. Discussions with LTV
indicated that their method includes a correction for the change in substrate
conductivity as a result of the coating thermal cycle. This correction was
not made in the GE measurements and is the most likely source of discrepancy.
The LIV estimate showed a slightly wider scatter about the true value. This
is explained by the fact that the LTV estimate was an average of several
readings for the whole specimen; whereas, the GE data plotted was the local
estimate corresponding to the location of the metallographic section.

The eddy current measurement after oxidation test showed a reduced signal
consistent with erosion of substrate material. This could be very useful as
an in-situ method to locate oxidation damage. The method is limited in that
it would be very difficult to extract much information about the severity,
depth, location, and extent of the damage, although multifrequency methods
could give more information than the basic test described here.

10.3 X-RAY CT RESULTS

X-ray CT was evaluated for potential to measure coating thickness and
oxidation damage. The maximum CT number (extracted as described in Section
3.4) produced a reasonable correlation with thickness, although not as good as
that of the eddy current test. In spite of the accuracy limitation, the X-ray
CT method has the great advantage of being an imaging method, and the cross-
sectional images provide an excellent indication of thickness wvariations.
There is considerable room for improvement in the method by which thickuness 1is
estimated from the CT image. More smoothing and averaging would almost
certainly give a closer estimate than the peak number used here.

CT estimation of coating thickness on inhibited-matrix substrate would be
a much more difficult problem. VFigures 45 and 46 show that the materials are
radiographically more dense and nonuniform, and the presence of coating
produces very little radiographic contrast.

10.4 BETA BACKSCATTER AND THERMOGRAPHY

Beta backscatter measurements gave an estimate of coating thickness thuat
was less accurate than the eddy current test. Considering the slowness of the
method, it appears to offer no advantage for the LTV materials studied. There
may be some application to inhibited-matrix substrates where variable sub-
strate electrical conductivity could rule out the eddy current method.

The thermographic method was explored in a very limited range of tests,
Results indicated the method offers some abilily to detect underlying damage.
More work is needed to assess the capability and limitations of this method.
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10.5 STATUS AND FUTURE DIRECTIONS

S8tk

s

' There are a number of satisfactory NDE methods for coated carbon-carbon

with noninhibited matrix. The uniformity of the substrate density, chemical
composition, and electrical conductivity allow reliable measurements to be
made by X-ray CT and by eddy current. Additional methods such as beta back-
scatter are available but not essential. There is no good method to assess
directly the oxidation-protective ability of the coating although oxidation
damage can be detected and characterized nondestructively at an early stage.

— ST

LT

The situation for inhibited-matrix carbon-carbon is entirely different.
The nonuniformity of the substrate renders every NDE method more difficult.
This is complicated by the fact that materials and processes are not yet
defined, so reliable materials-property values cannot be established. Because
the newer coatings are multilayered, NDE methods would ideally characterize
individual layers in the coating, a much more stringent requirement than for
the conversion coatings. As this type of material offers the highest perform-
ance, primary development effort should be in developing NDE methods for
coated, inhibited-matrix materials.
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